Planar glass waveguide ring resonators with gain
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Abstract: The frequency resolution of an active waveguide ring resonator
spectrometer is fundamentally limited by spontaneous emission noise
produced by the gain medium. A closed-form expression for this resolution
is derived, and the result is used to determine the minimum, rms, angular
rotation rate, random walk error achievable by an active ring resonator
gyroscope. An active waveguide ring resonator is demonstrated in a
neodymium-doped glass, and a finesse of 250 at a signal wavelength of
1060 nm is achieved for the 1.6 cm diameter ring under laser diode
pumping. This finesse corresponds to an effective propagation loss on the
order of 0.013 dB/cm, which is the lowest value reported to date for rings of
this size.
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1. Introduction
Planar integrated optic ring resonators have been well-studied and find a host of applications
in both telecommunications and sensing. These include optical filtering [1,2], nonlinear
optics [3], optical switching [4], chemical and biological sensing [5] and angular rotation rate
sensing [6]. Many of these applications require a resonator of high finesse, and thus a
resonator having low loss. When the application also necessitates the use of a large diameter
ring, as is the case for an optical gyroscope rotation rate sensor, glass becomes an ideal
substrate material because it permits the fabrication of very low loss waveguides.
The first planar ring resonator were reported by Haavisto and Pajer in polymethyl
methacrylate films and this work was later extended to glass using ion exchange [7,8]. These
resonators had large propagation losses on the order of 2 dB/cm. Losses of approximately of
0.1 dB/cm can now be achieved by ion exchange for ring radii on the order of 1 cm [9], and
losses half as large have reported for similarly sized waveguide rings fabricated using CVDdeposited silica on silicon together with reactive ion etching of the waveguide structure [10].
Currently there are no known methods for achieving even lower loss value for rings of this
size. Waveguide losses can be attributed primarily to inhomogenieties in the glass and/or
surface roughness at the core-cladding interface. Both of these contributing factors can be
reduced by decreasing the refractive index contrast between the core and cladding. Such a
decrease, however, will result in significant bending losses unless the ring diameter is
increased commensurately. It is possible, however, to reduce the effective resonator loss
below the values quoted above by incorporating gain inside the ring. With the presence of
gain, lasing in erbium-doped, planar, waveguide, ring resonators has been reported in both
glass [11] and LiNbO3 [12] substrates. When operated below the lasing threshold, these
devices exhibited a modest reduction of their resonant bandwidths, and hence an increase in
finesse.
The spectral resolution of a passive ring resonator is limited by shot noise and is a function
of the finesse of the resonator and the input signal power level. When gain is added to the
ring, the resolution is ultimately limited by spontaneous emission noise generated by the gain
medium. We derive an expression for this resolution using an analysis previously developed
for ring laser gyroscopes [13]. Our analysis shows that in the quantum limit with gain
present, the spectral resolution decreases as one over the square root of the product of the
finesses of the resonator measured with gain and without gain. We apply this result to
determine the minimum, rms, angular rotation rate, random walk error achievable by an
active, ring, resonator gyroscope in the quantum limit. A closed-form expression is also
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derived for the absorbed pump power required by an active ring resonator gyroscope as a
function of the launched signal power and the finesse.
Finally, we fabricate an active, waveguide, ring resonator in a neodymium-doped glass by
ion exchange. When the neodymium gain medium is pumped by a laser diode, the finesse of
the 1.6 cm diameter device increases from approximately 10 to 250 at a signal wavelength of
1060 nm, with the later finesse value corresponding to an effective propagation loss value of
approximately 0.013 dB/cm. We believe that this is the lowest effective propagation loss and
highest finesse reported to date for glass, waveguide, ring resonators of this size. We also
observe gain saturation in this ring resonator as the launched signal power is increased, and
we report lasing action at sufficiently high pump powers.
2. Equations of ring resonators
Consider the double-arm ring resonator shown in Fig. 1 below consisting of a circular ring
located in close proximity to two straight waveguides that serve to couple light into and out of
the ring.

Tcw

Ao

A

Bo

Tmax

B

f FWHM

Tmin

f
fcw

T ccw
f ccw - f cw

Tmax
Tmin
f ccw

f

Fig. 1. Double arm ring resonator.

The electric field amplitudes, A, Ao, B and Bo, indicated in Fig. 1 can be related to one
another by [14]
A = [ Ao 1 − K cw − jBo K cw ]

(1)

B = [− jAo K cw + Bo 1 − K cw ]

(2)

Bo = B 1 − K ccw exp( −

ρ
2

L − jβL )

(3)

where the coupling coefficient, Kcw, equals the fraction of optical power coupled into the ring
from the top straight waveguides, L is the ring circumference, 1 − exp(− ρL) equals the
fraction of optical power lost upon one round-trip around the ring neglecting coupling losses
to the straight waveguides and β is the propagation constant. For simplicity, we have
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neglected any excess insertion losses associated with the coupling between the straight
waveguides and the ring. Combining Eqs. (1)-(3) yields [14]
A
T (φ ) ≡
Ao

2

=1−

(1 − x 2 )(1 − y 2 )
(1 − xy) 2 + 4 xy sin 2 (φ / 2)

where

x ≡ 1 − K ccw exp( −

ρ
2

L)

y ≡ 1 − K cw
2π
φ ≡ βL =
N eff L = ωN eff L /c

λ

(4)

(5)
(6)
(7)

and the coupling coefficient, Kccw, is the fraction of power coupled into the ring from the
lower straight waveguide, λ is the free-space optical wavelength, ω is the optical frequency in
rad/s and Neff is the effective index of the guided mode. It will be assumed that light is
launched into the ring only from the top straight waveguide. The transmittance T achieves a
minima when φ equals an even integer multiple of π, corresponding to resonance in the ring.
Using Eq. (4), the depth, D, of the resonance “dip” can be expressed as

D≡

Tmax − Tmin 4 xy (1 − x 2 )(1 − y 2 )
=
Tmax
(1 − xy ) 2 ( x + y ) 2

(8)

and the full-width of the resonance at half maximum, δφFWHM, is equal to
⎡

2xy ⎤
2 2⎥
⎣1 + x y ⎦

δφ FWHM = 2 cos −1 ⎢

(9)

where this width is defined by the relationship
T (mπ ± δφ FWHM / 2) −T min
= 1/ 2
T max − T min

(10)

The resonator finesse, F, is given by

F≡

2π

=

δφ FWHM

2πc / N eff L

δω FWHM

(11)

where δω FWHM is the full-width-half-maximum of the resonance in rad/s. Eqs. (9) and (11)
reduce to
π
F≈
(12)
1 − xy
when xy ≈ 1 . The ratio of the power in the ring at resonance to that of the launched power in
the straight waveguide is given by
B
Ao

2

=

1 − y2
[1 − xy]2

(13)

According to Eq. (8) the dip will be maximized, achieving a value of 1, when x = y.
Furthermore when x = y ≈ 1, Eqs. (12) and (13) can be combined to yield
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B
Ao

2

≈ F /π

(14)

By measuring the dip and finesse, both the coupling efficiency, Kcw, and
1 − K ccw exp(− ρL / 2) can be found using Eqs. (8), (9) and (11). When light is launched into
the ring using only the bottom straight waveguide, all of the expressions given above remain
valid provided that the two coupling coefficients, Kcw and Kccw, are interchanged in these
formula.
3. Spectral resolution of active ring resonator in quantum limit

Fig. 1 shows a double arm ring resonator functioning as a resonant optical gyroscope. Light
is launched into each of the two resonator arms from separate laser sources and these two
light beams counter-propagate along the ring. In the absence of rotation, the resonance
frequencies for propagation in both the clockwise and counter-clockwise directions are given
by
fm = m

c

(15)

N eff L

where c is the vacuum speed of light and m is positive integer. Due to the Sagnac effect the
resonant frequencies, f m,cw and f m,ccw , corresponding to the counter-propagating beams will
differ when angular rotation takes place about an axis normal to the plane of the ring. The
difference in these frequencies is given by [15]

f m ,ccw − f m ,cw =

4A

λm L

Ω

(16)

where A is the area enclosed by the ring, L is the perimeter of the ring, λ m = c / f m and Ω is
the angular rate of rotation around an axis normal to the plane of the ring. Thus the angular
rotation rate can be determined by measuring this frequency difference. Resonant optical
gyroscopes were proposed and demonstrated using fiber optics by Ezekiel et al. [16,17].
Several groups have implemented these gyros using planar, glass, waveguide rings in place of
optical fibers [18,19].
The ultimate accuracy with which the frequency difference, f m,ccw − f m,cw , can be
measured using a passive resonant optical gyro is limited by shot-noise and is given by [17]

2δω FWHM /(2π )
⎛ λm L ⎞⎡
⎟⎢
1/ 2
⎝ 4 A ⎠ ⎢⎣[η D ( Pin / hf m )τ int ]

δΩ rms ≈ ⎜

⎛ λ c
=⎜ m
⎜ 4 AN
eff
⎝

where

⎞⎡
⎟⎢
⎟ F [η ( P
⎠ ⎣ c D in

⎤
⎥
⎥⎦

(17)

⎤
2
rad/s
1/ 2 ⎥
/ hf m )τ int ] ⎦

δΩ rms is the rms, angular rotation rate, random walk error, ηD is the detector’s

quantum efficiency, h is Planck’s constant, τint is the observation interval (i.e., detector
integration time) and Pin is the total power launched bi-directionally into the ring, with half of
the power propagating in each direction. Thus the accuracy of the passive resonant gyro can
be improved by reducing the width of the resonance, δω FWHM , or equivalently by increasing
the finesse, Fc, of the ring resonator by reducing propagation losses in the ring. A resonant
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optical gyroscope of ring perimeter L can, in theory, achieve the same shot noise-limited
accuracy as a Sagnac-based interferometric fiber optic gyroscope of fiber length LFc/3 [15].
This effective length enhancement by a factor of Fc/3 is the principal theoretical advantage of
a resonant optical gyroscope as compared to a nonresonant, fiber-optic, interferometric
gyroscope. The complexity of a resonant optical gyroscope, however, is considerably higher,
and other parasitic effects, like Kerr nonlinearities, may make it difficult to achieve the
fundamental performance limits given by Eq. (17).
The finesse of the resonator can be increased by including gain inside the ring to
compensate for propagation loss. Fiber-based, active, ring resonators have been studied both
theoretically and experimentally [20-22]. In the presence of gain, the ultimate accuracy of a
resonant optical gyroscope will be limited by the spontaneous emission noise inside the ring
rather than by shot noise at the detector. Using an analysis technique similar to that employed
for ring laser gyroscopes [13], it will be shown below that, in the presence of gain,
spontaneous emission noise limits the accuracy of a resonant optical gyroscope to a value
given by
⎛

δΩ rms ≈ ⎜⎜

λm c

⎝ 4 AN eff

⎞⎡
⎟⎢
⎟
⎠ ⎢⎣

⎤
⎥ rad/s
/ hf m )τ int ]1 / 2 ⎥⎦

1
Fc Fa [( Pin

(18)

where Fc is the (“cold” cavity) finesse of the resonator in the absence of gain and Fa is the
finesse when gain is present.
For simplicity, a number of assumptions will be made in our analysis. It will be assumed
that the gain is produced by a transition between two levels of an atomic system, e.g., the
4
F3/2 → 4I11/2 neodymium transition. The atomic population in the upper excited level (4F3/2 )
will be denoted by N2, while the lower level (4I11/2 ) of the transition will be assumed to be
unpopulated. The atomic transition will be assumed to be purely homogeneously broadened
with a center transition frequency of fa Hz (wavelength λa), a full-width-half-maximum
linewidth of δωa rad/s, a stimulated emission cross-section of σ e and a spontaneous emission
lifetime of τ fl . The losses in the resonator in the absence of gain will be assumed to be
relatively low, and when gain is present, it will be assumed that the gain compensates nearly
all of the propagation losses in the ring.
Let < n > denote the average number of photons inside the ring cavity. Thus the
strength of the electric field inside the cavity will be proportional to < n > and can be
represented by vector as shown in Fig. 2 below. The angular position of the vector indicates
the phase of the optical field.

β

Fig. 2. Effect of spontaneous emission on frequency.
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The short vector in Fig. 2 has a length of 1 and represents the spontaneous emission of a
single photon from an excited atom of the gain medium into a single cavity mode. The
angular orientation, β, of this vector relative to that the cavity mode signal vector is random
and uniformly distributed over the interval [0, 2π). The addition of this spontaneously
emitted photon changes the phase of the optical field in the cavity by δθ. Assuming that
< n > >> 1, it may be concluded that

δθ ≈

1⋅ cos β

(19)

<n>

and thus
< (δθ ) 2 > ≈

1
2<n>

(20)

Therefore the total change, δφ , in phase of the optical signal field after M photons have been
produced by M independent spontaneous emission events that occur in a time interval of
duration τ int will be given by
< [δφ (τ int )]2 > ≈

M (τ int )
2<n>

(21)

In a time interval of τ int seconds the number of photons, M (τ int ) , that are spontaneously
emitted into a single cavity mode is given by

M (τ int ) =

τ int N 2
τ fl s

(22)

where s is the number of cavity modes in the ring resonator. Using the fact that the number of
modes per unit volume per unit Hertz is given by [23]

ρb ( f ) =

8π n r3
λ2a c

(23)

where nr is the refractive index of the ring. A homogeneous transition has the following
Lorentzian spectral lineshape
1

S( f ) =
1+

⎡ 2( f − f a ) ⎤
⎢
δf a ⎥⎦
⎣

2

(24)

and the area under this lineshape curve is equal to πδf a / 2 . It follows that
s=

8π n r3 δω a 2π n r3V
V
= 2
Δω a
4
λ2a c
λa c

(25)

where V is the volume occupied by the ring resonator cavity and λ a is the wavelength at the
center of the atomic transition. The cold cavity photon lifetime, τ p , is given by

τp =
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and the reciprocal of the cold cavity photon lifetime is approximately equal to the full-widthhalf-maximum of the cold cavity resonance provided the resonator loss is small, i.e.,
1

τp

≈ δω FWHM =

2πc
n r LFc

(27)

where the second equality in Eq. (27) follows from Eq. (11). The round trip gain, G, in the
ring is given by
G = eσ e N 2 L /V ≈ 1 + σ e N 2 L /V

(28)

It is assumed that the gain nearly compensates the resonator loss, and therefore the following
condition is met
y 2 x 2G ≈ 1

(29)

Combining Eqs. (26), (28)-(29) yields
N2 ≈

V
nV 1
(1 − x 2 y 2 ) = r
σ eL
σ ec τ p

(30)

From the Einstein A and B relationship, it follows that [24]

σe =

λ2a
1 1
2π τ fl n r2 Δω a

(31)

The total optical power, Pc, in the resonator can be related to the average number of photons,
< n >, in the resonator propagating in each direction by
<n>=

n r Pc L
2hf a c

(32)

Combining Eqs. (21)-(22), (25), (27) and (30)-(32) yields

< [δφ (τ int )]2 >=

2πτ int hf a c 2
Fc Pc nr2 L2

(33)

Now according to Eq. (14)
Pc ≈

1

π

(34)

Fa Pin

Also note that
< [δf cw ]2 > = < [δf ccw ]2 >

(35)

= < [δφ (τ int )]2 > /(2πτ int ) 2

Combining Eqs. (33)-(35) yields the following expression for the frequency resolution of an
active ring resonator in the quantum limit.

(δf cw ) rms = (δf ccw ) rms ≈

c
2n r L

⎡
⎢
⎢
⎣

1
Fa Fc [( Pin / hf a )τ int ]

1/ 2

⎤
⎥
⎥
⎦

(36)

It follows from Eqs. (16) and (35) that
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δΩrms = < [δΩ]2 >1/ 2 =

λa L
< [δφ (τ int )]2 >1/ 2
4 2πAτ int

(37)

Combining Eqs. (33), (34) and (37) yields the final result for the gyro sensitivity in the
quantum limit.

λ ac

⎞⎡
⎟⎢
⎝ 4 An r ⎠ ⎢
⎣
⎛

δΩrms ≈ ⎜

⎤
⎥
Fa Fc [(Pin / hf a )τ int ]1/ 2 ⎥⎦

1

(38)

λ ac

⎞⎡
⎟⎢
⎝ 4 An r ⎠ ⎢ Fc
⎣
⎛

≈⎜

⎤
1
rad/s
1/ 2 ⎥
Fa / Fc [(Pin / hf a )τ int ] ⎥⎦

A comparison of Eqs. (17) and (38) indicates that in the quantum limit, the reduction in the
rms, angular rotation rate, random walk measurement error is proportional to 1/ Fa / Fc
rather than to 1/(Fa / Fc ) when gain is included in the resonator ring. Thus doubling the
finesse by using gain only reduces the quantum-limited measurement error by a factor of 2
rather than by a factor of 2.
Consider now the operation of the resonant optical gyroscope shown in Fig. 1 operating
under the following conditions: (1) K cw = K ccw ≈ 0 , (2) the gain exactly cancels the
propagation loss along the ring, i.e., ρ a = 0 , and (3) ρ c ≈ 0 , where ρ c and ρ a denote the
propagation loss coefficient, ρ, in the ring when gain is absent and present, respectively. It
follows from Eq. (12) that
Fc ≈

π
1 − (1 − K cw )e

−ρ c L / 2

≈

2π
ρcL

(39)

and
Fa ≈

π

(40)

K cw

Therefore the inclusion of gain will reduce the rms angular rotation measurement error by a
multiplicative factor equal to
reduction factor =

Fa
≈
Fc

ρ cL
2K cw

(41)

As a numerical example suppose the propagation loss in the ring, without gain, is 0.05 dB/cm,
the ring diameter is 2 cm and the coupling coefficient is 0.1%, then Fc ≈ 86 , Fa ≈ 3140 and
the measurement error reduction factor due to the inclusion of gain is approximately 6.
According to Eq. (41) an arbitrarily large improvement in performance should be attainable,
in theory, by reducing the coupling coefficient, Kcw. According to Eqs. (34) and (40),
however, the power, Pc, circulating in the ring at resonance is inversely proportional to Kcw.
i.e.,
Pc = Pin / K cw

(42)

where Pin is the power launched into the straight waveguides. Thus as Kcw is reduced, the
power in the ring increases, and this in turn increases the gain saturation. Furthermore as the
gain saturation increases additional pump power is required to maintain the required level of
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loss compensation, i.e., ρ a = 0 . An expression for the required absorbed pump power is
derived below

σ e N 2(sat ) ≈ ρ c
N 2(sat ) ≈
Psat ≈

N 2(unsat)
1 + 2Pc / Psat

hf a

σ eτ fl

Awg

(43)
(44)
(45)

where Awg is the cross-sectional area of the ring waveguide. Eq. (43) expresses the condition
that the gain compensates the losses in the ring, i.e., ρ a = 0 , Eq. (44) is the relationship
between the saturated and unsaturated (i.e., when Pin = 0) population in the upper level, and
Psat is the saturation power of the gain transition. The absorbed pump power, Pp, at
wavelength λp required to maintain an unsaturated upper level population, N 2(usat ) , is given by
Pp =

hc / λ p

τ fl

N 2(usat) Awg L

(46)

Combining Eqs. (41)-(46) and invoking the fact that Pc >> Psat when the gain is highly
saturated yields the following final result for the required absorbed pump power.
Pp ≈ 4

λ a Fa
P
λ p Fc in

(47)

4. Fabrication and experimental results

A prototype active ring resonator was designed and fabricated in an ion-exchangeable silicate
glass doped with 2 weight percent Nd2O3. The ring resonator consists of a pair of straight
waveguide arms, a pair of directional couplers and a racetrack ring as shown in Fig. 3.

Fig. 3. Mask layout for single-arm racetrack active ring resonator with pump coupler.
W = 1.3 μm, Ds= 8.4 μm, Lp = 2.915 mm, Dp = 7.55 μm
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The racetrack consists of two half circles of radii 8 mm joined together by two 2.915 mm long
straight sections. For the directional couplers, the fraction of power coupled from the signal
arm into the ring at the signal and pump wavelengths is given by Ks(λs) and Ks(λp),
respectively, while Kp(λs) and Kp(λp) denotes the corresponding coupling coefficients for the
pump arm. In order to achieve a high finesse at moderate launched pump powers, the couplers
should have small values for Ks(λs), Kp(λs) and Ks(λp), while Kp(λp) should be kept as close to
one as possible. Given that the gain medium was chosen to be neodymium-doped glass, λs
≈ 1060 nm and pumping can be accomplished using a laser diode operating at a wavelength
of λp ≈ 830 nm.
E-beam evaporation was used to deposit a 150 nm thick layer of titanium onto the glass
substrate, and then a conventional photolithographic process was utilized to pattern the
titanium layer according to the layout shown in Fig. 3. During silver ion exchange, metallic
silver clustering can occur at the edges of the titanium mask openings resulting in large
propagation losses. In order to mitigate this effect, the titanium mask was oxidized by placing
the wafer in a pure NaNO3 melt at 330oC for one hour. After this step, the ion exchange was
performed in a mixed melt of silver nitrate and sodium nitrate (0.35 mol%:99.65 mol%) at
320o C for 15 minutes. Following the exchange, the titanium mask was removed, the
waveguide edges were polished and the sample was cleaned. The device was subjected to
four cycles of thermal annealing, each of 5 minute duration at a temperature of 320oC. The
un-pumped spectral response of the device was measured after each annealing step using a
tunable, external cavity, diode laser manufactured by New Focus operating with a linewidth
below 300 KHz. From these measurements, finesse and dip values were found. The pump
coupler efficiencies, Kp(λp) and Kp(λs), were also measured using separate sets of test
couplers that were fabricated together with the resonator on the same chip. The finesse and
dip values, along with knowledge of Kp(λs), allowed us to compute the values of ρ and
Ks(λs). During the thermal annealing steps, diffusion causes the previously indiffused Ag+ ion
concentration profile to increases in width and depth, decrease in peak magnitude and assume
a smoother shape. These changes reduce the propagation losses due to scattering, but increase
the bending loss due to a reduction in Δn. The overall propagation loss is minimized for some
optimal amount of thermal annealing [9]. The coupling efficiencies of the directional coupler
will also change as the device is annealed, and these efficiencies are very sensitive to changes
in the refractive index profile, thus making accurate design work difficult. Based on our
previous experience fabricating passive ring resonators in un-doped version of a similar glass
and the corresponding measured refractive index profiles of these devices, the mask
parameters specified in Fig. 3 were chosen [9]. Coupled mode calculations indicated that
these parameters should yield small values for Ks(λs), Kp(λs) and Ks(λp) and a relatively large
value for Kp(λp). Several devices with different pump coupler interaction lengths, Lp, were
fabricated, thus allowing us to select the device that achieved the most favorable values for
Kp(λp) and Kp(λs), while simultaneously obtaining low values for Ks(λs) and Ks(λp). In the
absence of pumping, the measured finesse and dip of the final device were found to be 10.8
and 6.2%, respectively. From these measured values, the propagation loss, ρ, and the coupling
efficiency, Ks(λs), for the signal were deduced to be 0.45 dB/cm and 0.94%, respectively.
Kp(λp) and Kp(λs) were measured to be 52.3% and 3.5%, respectively, using separate sets of
test couplers as described above. The high propagation loss for the device reported here is
likely due to the small volume of the glass melt used to produce the Nd-doped substrates.
Smaller volume melts often result in glasses of lower optical quality. Using similar ion
exchange processing, propagation losses on the order of 0.1 dB/cm have been obtained in the
un-doped, commercially available version of a similar glass [9]. Losses on the order of 0.01
dB/cm have been achieved for slightly larger sized rings using CVD-deposited silica on
silicon films and patterning using RIE [10]. The use of RIE patterning together with such a
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material system would also simplify the coupler design process and enhance the ability to
repeatedly fabricate nearly identical devices.
The output of a 150 mW, single spatial mode, TE-polarized, laser diode operating in the
vicinity of 830 nm was coupled into the pump arm of the device described above as shown in
Fig. 3. The spectral response of the resonator was measured using the New Focus tunable
source, and the results are shown in Fig. 4. A long-pass filter, having a cut-off near 900 nm,
and a narrow bandpass filter centered at the signal wavelength were placed between the
output of the signal arm and the detector in order to remove the residual pump signal and
spontaneous emission noise, respectively. The measured, off-resonance, signal power level at
the detector during this measurement was 1.7 μW. The spectral response shown in Fig. 4
corresponds to a free-spectral range (FSR) of 3.8 GHz, a full-width-half-maximum resonance
bandwidth of 15 MHz, a finesse of 250 and a dip of 89%. Using these finesse and dip values,
Ks(λs) and the effective propagation loss inside the ring (including signal loss at the pump
coupler) was computed to be 0.84% and 0.013 dB/cm, respectively.
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Fig. 4. Spectral response of active ring resonator.

Spectral measurements were repeated at a variety of laser diode pump powers and the results
are shown in Fig. 5. As expected, the effective loss decreases and the finesse increases as the
pump power is increased.
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Fig. 5. Spectral response of active ring resonator as a function of pump power at fixed signal power.

At a fixed pump power, a decrease in finesse due to gain saturation was also observed as more
signal power was coupled into the ring. These gain saturation results are shown in Fig. 6 as a
function of the output signal power measured off-resonance at the detector.
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Fig. 6. Spectral response of active ring resonator as a function of signal power at fixed pump power.
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Without any launched input signal, the pump power at the device input was increased. A plot
of the output signal power, measured at the pump output port, versus input pump power is
shown in Fig. 7. The output signal power vs input pump power curve shows an abrupt slope
change at 110 mW indicating the onset of lasing.
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Fig. 7. Lasing characteristic.

The high pump power required to achieve lasing can be attributed to high losses in the passive
ring resonator together with poor coupling from the diode pump laser into the straight-arm of
the pump waveguide. Thus it was difficult to achieve lasing with our pump diodes and
unwanted laser action was not observed. In general, however, the launched pump and/or
signal powers may need to be carefully controlled in order to inhibit lasing. The spectral
analysis performed in section 3 assumed a purely homogeneously-broadened transition and
thus a population inversion that saturates uniformly across the gain transition. If the transition
is inhomogenously-broadened, then to first order only the spontaneous emission originating
from the homogeneously-broadened spectral packet lying closest to the launched signal’s
frequency will limit the frequency resolution. Consequently, the basic results Eqs. (36) and
(38) will remain unchanged. When operated as a resonant optical gyro, lasing must be
prevented. Because of spectral hole burning, however, the signal inside the resonator may
only inhibit lasing at the cavity modes in the vicinity of the signal frequency. In order to
inhibit the more distant spectral modes from lasing, it may be necessary to incorporate a
course spectral filter into the cavity.
5. Conclusions

In summary, the ultimate spectral resolution obtainable using an active ring resonator is
limited by spontaneous emission noise in the gain medium. An expression is derived for this
quantum-limited resolution, and the result is applied to determine the fundamental
performance limit of a resonant optical gyroscope implemented using a active ring resonator.
With the addition of gain, the rms, angular rotation rate, random walk error is shown to
decrease by a multiplicative factor equal to the square-root of the ratio of the resonator finesse
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measured with gain and without gain present. An active, integrated optic, ring resonator is
fabricated in a Nd-doped glass by ion exchange. When the gain medium is pumped, the
finesse of the 1.6 cm diameter ring resonator is observed to increase from approximately 11 to
250.
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